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This talk

• Focus on CDW of kagomé metals  

• A quick summary of some basic theory and what perhaps 
to expect 

• Extended discussion of two exotic phenomena in the 
literature — nematic order and loop currents — and the 
evidence presented for them.
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FIG. 1. The prototype structure KV3Sb5 (a) crystallizes in the P6/mmm space group and exhibits a layered structure of V-Sb sheets
intercalated by K. The vanadium sublattice is a structurally perfect kagome lattice. There are two distinct Sb sublattices. The sublattice formed
by the Sb1 atom is a simple hexagonal net, centered on each kagome hexagon. The Sb2 sublattice creates a graphenelike Sb sheet below
and above each kagome layer. Bond distances for the V-V, V-Sb, and Sb-Sb nearest-neighbor interactions are also shown. Fourier-filtered,
false-colored atomic resolution TEM (b) is able to partially decouple the Sb sublattices (orange) from the K-V (red and purple) sublattices.
While we cannot mathematically separate the K and V sublattices during Fourier analysis, the large ionic radius of K is evident from visual
inspection alone.

structural prototype. We also provide evidence for the dein-
tercalation of potassium in KV3Sb5. Afterward, we provide
an extensive overview of the electronic structure in all three
materials, examining the electron band diagrams, density
of states, and crystal orbital Hamilton population. We have
focused our experimental characterization efforts on KV3Sb5,
examining magnetization, neutron scattering, and heat ca-
pacity experiments on polycrystalline powders. The effect of
deintercalation on single-crystal resistivity measurements is
also investigated.

A. Discovery and crystal structure

The discovery of KV3Sb5, RbV3Sb5, and CsV3Sb5
emerged from our search for new transition-metal Zintl an-
timonides for thermoelectric applications [29,30]. The proto-
type KV3Sb5 was first isolated in powders, and the structure
was solved using charge-flipping methods on powder diffrac-
tion data. The resulting Rietveld refinement and associated
crystallographic information are shown in Fig. S1 of the
Supplemental Material [31]. Once we had identified KV3Sb5
as a new prototype structure, we explored all combinations
of (K,Rb,Cs)(V,Nb,Ta)(Sb,Bi) under a variety of synthesis
conditions. Only KV3Sb5, RbV3Sb5, and CsV3Sb5 crystallize
in the KV3Sb5 prototype. We did not attempt synthesis of the
arsenide analogs due to toxicity concerns.

To validate the structures and to provide a more robust plat-
form for future studies, we developed single-crystal syntheses
for all three materials—details are outlined in Sec. II. Crystals
recovered from flux growths are thin (10–100 microns), silver-
colored platelets. The crystals range from 1 mm ! 1 mm to
5 mm ! 5 mm in area. The platelets will often exhibit natural
hexagonal faceting. All materials are easily deformed, and the
platelets show a natural tendency to exfoliate (Fig. S2) [31].

A summary of crystallographic parameters and refine-
ment statistics obtained from single-crystal x-ray diffraction
(SCXRD) for all three materials are provided in Tables S1–S4
of the Supplemental Material [31]. For KV3Sb5, we have in-
cluded two refinements, one for the crystals grown in a KSb2-
KSb flux (etched in HNO3) and another for crystals grown in
a KSb2-Sb flux (etched in water). A selection of precession

images collected from the SCXRD for KV3Sb5 is also shown
in Fig. S3 [31]. Consistent with the powder diffraction data,
we find that KV3Sb5, RbV3Sb5, and CsV3Sb5 crystallize in
the hexagonal P6/mmm space group. All compounds consist
of V-Sb slabs intercalated by alkali-metal cations [Fig. 1(a)].
Most notably, the vanadium sublattice forms a structurally
perfect 2D kagome net. KV3Sb5 is a new kagome prototype
structure, and is one of the smallest and simplest examples of
a kagome lattice.

Due to the high symmetry of the P6/mmm space group
and the small unit cell, the KV3Sb5 prototype only possesses
three structural degrees of freedom (a and c lattice param-
eters, z-coordinate on Sb2). An intuitive description of the
KV3Sb5 prototype structure can be obtained by decomposing
the structure into the individual atomic sublattices created by
the atomic basis: K1, V1, Sb1, and Sb2. Figure 1(a) shows the
V1 + Sb1 and Sb2 sublattices alongside the overall structure
of KV3Sb5. As mentioned before, the vanadium sublattice is a
structurally perfect kagome net. The kagome net of vanadium
is interwoven with a simple hexagonal net formed by the
Sb1 sites. From a space-filling perspective, the Sb1 atoms
fill the natural gap formed in the kagome plane, which is
reminiscent of Herbertsmithite [ZnCu3(OH)6Cl2], where Zn
ions occupy the centers of the kagome hexagons. The Sb2
layers at c " 0.25 and 0.75 form graphenelike networks of Sb
that sandwich the kagome layer. Each V-Sb slab is separated
by a simple hexagonal net of K formed by the K1 site.

In addition to the PXRD and SCXRD results, we also per-
formed atomic resolution transmission electron microscopy
(TEM) for platelets of KV3Sb5. Figure 1(b) shows the ex-
pected structure for KV3Sb5 along the [001] direction along-
side a Fourier-filtered, false-colored TEM micrograph. Using
Fourier-filtering, we were able to partially decouple the Sb
sublattices (orange) from the V and K sublattices (red). While
we were not able to mathematically decouple the V and K
sublattices during Fourier analysis, the large ionic radii of K
(purple) is quite apparent from visual inspection alone.

Despite the intercalated structure, powders, single crystals,
and densified pellets of KV3Sb5, RbV3Sb5, and CsV3Sb5
are remarkably stable. Samples are stable in air for >1 year
without decomposing or tarnishing. KV3Sb5 is stable under
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• Metallic (μΩ-cm) 
• Quasi-2d: Rc/Rab > 20 
• Pauli paramagnetism - no 

local moments 
• CDW transition ~90K 
• SC Tc ≲ 3.5K

we next examine the normal state metal via a combination
of ARPES measurements and DFT modeling. Figure 3(a)
shows both ARPES and DFT modeling data with the
hexagonal Brillouin zone superimposed on the E ! 0 eV
constant energy contour and high-symmetry points K, M,
and ! labeled. Data collected with differing photon
energies did not reveal any appreciable dispersion along
kz, consistent with a quasi-2D band structure. ARPES data
were collected at 50, 80, 100, and 120 K, and no resolvable
changes were observed in the band structure when tran-
sitioning through the T" transition. The DFT model shows
remarkable agreement with the ARPES data, recovering
all experimental observed crossings below the Fermi level.
Figure 3(b) shows both the measured and calculated
electronic structure hosts multiple Dirac points at finite
binding energies.
While inaccessible in the present ARPES data, the DFT

model further reveals multiple topological band features
slightly above the Fermi energy. The M̄ point is of par-
ticular interest, asM is a time-reversal invariant momentum
(TRIM) point. Figure 4 shows the results of a tight-binding

calculation of surface states in CsV3Sb5, where bright spots
slightly above the Fermi energy indicate surface states.
Unlike many heavily studied kagome lattices [e.g.,

ZnCu3#OH$6Cl2 [40–42], Fe3Sn2 [9,43], Mn3Ge [44,45],
and Co3Sn2S2 [10,46,47]], CsV3Sb5 does not exhibit
resolvable magnetic order. Given that CsV3Sb5 possesses
both time-reversal and inversion symmetry as well as a
continuous, symmetry-enforced, direct gap at every k point,
one can calculate theZ2 topological invariant between each
pair of bands near the Fermi level by simply analyzing the
parity of the wave function at the TRIM points [48]. This
analysis reveals a number of topologically nontrivial cross-
ings between adjacent bands in the region %1 eV from the
Fermi level. For clarity, we will focus on the surface states
crossing at the M̄ point here with further analysis presented
in Supplemental Material [18]. Figure 4(b) presents a
close-up of the calculated surface states near the M̄ point.
The surface states at the M̄ point manifest approximately
0.05 eVabove the Fermi energy. The apparent anisotropy in
the calculated surface state dispersions (M̄-K̄ versus M̄-!̄)
derives from the direct “gap” moving up or down in energy

FIG. 2. (a),(c),(e) Full temperature ranges for the magnetization, electrical resistivity, and heat capacity, respectively, shown for single
crystals of CsV3Sb5. All measurements indicate the presence of an anomaly T" at 94 K, suspected to be an electronic instability (e.g.,
charge ordering). The inset in (a) shows line cuts through x-ray diffraction data below and above T". Dashed lines denote the appearance
of half-integer reflections. (b),(d),(f) Field-dependent measurements at low temperatures, showing the onset of superconductivity in
magnetization, resistivity, and heat capacity, respectively. The Tc for CsV3Sb5 is approximately 2.5 K, with a slight suppression in
resistivity due to high probe currents.
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By now, absolutely clear observation 
of CDW and SC in all 3 materials.

Some details of these orders still under debate
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we next examine the normal state metal via a combination
of ARPES measurements and DFT modeling. Figure 3(a)
shows both ARPES and DFT modeling data with the
hexagonal Brillouin zone superimposed on the E ! 0 eV
constant energy contour and high-symmetry points K, M,
and ! labeled. Data collected with differing photon
energies did not reveal any appreciable dispersion along
kz, consistent with a quasi-2D band structure. ARPES data
were collected at 50, 80, 100, and 120 K, and no resolvable
changes were observed in the band structure when tran-
sitioning through the T" transition. The DFT model shows
remarkable agreement with the ARPES data, recovering
all experimental observed crossings below the Fermi level.
Figure 3(b) shows both the measured and calculated
electronic structure hosts multiple Dirac points at finite
binding energies.
While inaccessible in the present ARPES data, the DFT

model further reveals multiple topological band features
slightly above the Fermi energy. The M̄ point is of par-
ticular interest, asM is a time-reversal invariant momentum
(TRIM) point. Figure 4 shows the results of a tight-binding

calculation of surface states in CsV3Sb5, where bright spots
slightly above the Fermi energy indicate surface states.
Unlike many heavily studied kagome lattices [e.g.,

ZnCu3#OH$6Cl2 [40–42], Fe3Sn2 [9,43], Mn3Ge [44,45],
and Co3Sn2S2 [10,46,47]], CsV3Sb5 does not exhibit
resolvable magnetic order. Given that CsV3Sb5 possesses
both time-reversal and inversion symmetry as well as a
continuous, symmetry-enforced, direct gap at every k point,
one can calculate theZ2 topological invariant between each
pair of bands near the Fermi level by simply analyzing the
parity of the wave function at the TRIM points [48]. This
analysis reveals a number of topologically nontrivial cross-
ings between adjacent bands in the region %1 eV from the
Fermi level. For clarity, we will focus on the surface states
crossing at the M̄ point here with further analysis presented
in Supplemental Material [18]. Figure 4(b) presents a
close-up of the calculated surface states near the M̄ point.
The surface states at the M̄ point manifest approximately
0.05 eVabove the Fermi energy. The apparent anisotropy in
the calculated surface state dispersions (M̄-K̄ versus M̄-!̄)
derives from the direct “gap” moving up or down in energy

FIG. 2. (a),(c),(e) Full temperature ranges for the magnetization, electrical resistivity, and heat capacity, respectively, shown for single
crystals of CsV3Sb5. All measurements indicate the presence of an anomaly T" at 94 K, suspected to be an electronic instability (e.g.,
charge ordering). The inset in (a) shows line cuts through x-ray diffraction data below and above T". Dashed lines denote the appearance
of half-integer reflections. (b),(d),(f) Field-dependent measurements at low temperatures, showing the onset of superconductivity in
magnetization, resistivity, and heat capacity, respectively. The Tc for CsV3Sb5 is approximately 2.5 K, with a slight suppression in
resistivity due to high probe currents.
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charge modulation
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Fig. 1 Superlattice modulation observed via atomically resolved topographic imaging. a, Crystal 
structure of KV3Sb5 from 3D view and top view. b, Topographic image of a surface step edge, containing 
both K and Sb surfaces. c, Atomically resolved topographic image of K hexagonal surface showing a 2×2 
modulation. d, Atomically resolved topographic image of Sb honeycomb surface showing a 2×2 
modulation. The inset shows the six atoms in the honeycomb unit cell. e, Fourier transform of the Sb 
topographic image, showing the ordering peaks. f, Illustration of the order in the underlying V-based 
kagome lattice, which is consistent with star of David formation. 
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“3Q” CDW quadruples 2d unit cell

STM:



Mechanism?

Difference of two M points is another M point: 
e.g. M1=M2-M3 (up to RLVs)
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Fig. 1 Superlattice modulation observed via atomically resolved topographic imaging. a, Crystal 
structure of KV3Sb5 from 3D view and top view. b, Topographic image of a surface step edge, containing 
both K and Sb surfaces. c, Atomically resolved topographic image of K hexagonal surface showing a 2×2 
modulation. d, Atomically resolved topographic image of Sb honeycomb surface showing a 2×2 
modulation. The inset shows the six atoms in the honeycomb unit cell. e, Fourier transform of the Sb 
topographic image, showing the ordering peaks. f, Illustration of the order in the underlying V-based 
kagome lattice, which is consistent with star of David formation. 
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CDW (and SC?) due to e-e or e-ph 
interactions enhanced by saddle points?

DFT
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Chiral superconductivity from repulsive
interactions in doped graphene
Rahul Nandkishore1, L. S. Levitov1 and A. V. Chubukov2*
Chiral superconductivity, which breaks time-reversal symmetry, can exhibit a wealth of fascinating properties that are highly
sought after for nanoscience applications. We identify doped graphene monolayer as a system where chiral superconductivity
can be realized. In this material, a unique situation arises at a doping where the Fermi surface is nested and the density of
states is singular. In this regime, d-wave superconductivity can emerge from repulsive electron–electron interactions. Using
a renormalization group method, we argue that superconductivity dominates over all competing orders for generic weak
repulsive interactions. Superconductivity develops simultaneously in two degenerate d-wave pairing channels. We argue that
the resulting superconducting state is of chiral type, with the phase of the superconducting order parameter winding by 4!
around the Fermi surface. Realization of this state in doped graphene will prove that superconductivity can emerge from
electron–electron repulsion, and will open the door to applications of chiral superconductivity.

The simplicity of the electronic properties of graphene1 is
both a blessing and a curse. On one hand, it singles
out graphene as a material of choice for applications.

On the other hand, the difficulty of modifying the electronic
spectrum severely limits the available functionality2. However, the
effects of electron–electron interactions gain more prominence
when the electron concentration is adjusted so that the carrier
dispersion at the Fermi level becomes quadratic rather than
linear. This is the case in graphene bilayer at the Dirac point,
where a variety of new correlated states have been predicted3.
This is also the case in graphene monolayer doped to the
saddle point, where the density of states (DOS) has a Van Hove
singularity. Although a number of interesting states have been
considered in this system4–8, the competition between these states
is at present poorly understood. In this Article, we argue that
generic repulsive interactions favour a superconducting d + id
state with the d(x±iy)2 gap structure and broken time-reversal
symmetry (TRS). Our renormalization group analysis indicates that
superconductivity dominates over competing density-wave orders,
and also indicates that interactions select the chiral d+ id state over
TRS-preserving d-wave states.

Chiral superconductors are interesting because they feature
pairing gaps that wind in phase around the Fermi surface
in multiples of 2!, breaking the TRS and exhibiting many
other fascinating properties9–11. The non-trivial topology of the
d+ id state is analogous to that studied in other systems with
chiral pairing, such as the two-dimensional 3He (ref. 9) and
the fractional quantum Hall state at 5/2 filling12,13. Interest
in chiral superconductivity has intensified greatly in the past
few years with the advent of topological superconductivity14–16.
The non-trivial topological properties manifest themselves in
exceptionally rich phenomenology, in particular the Majorana
states in vortex defects17 and the gapless modes bound to the edge
by Andreev scattering that can carry quantized particle current and
spin current18. Similar phenomena have been predicted for the
hypothetical d+ id state in cuprate superconductors19–22 and other
chiral superconducting states23,24.

1Department of Physics, Massachusetts Institute of Technology, Cambridge, Massachusetts 02139, USA, 2Department of Physics, University of
Wisconsin-Madison, Madison, Wisconsin 53706, USA. *e-mail: chubukov@physics.wisc.edu.

The search for solid-state realization of chiral superconductivity
has a long history. Spin-triplet p-wave chiral superconductivity
(px± ipy state) has probably been found in Sr2RuO4 (ref. 25), which
represents an analogue of superfluid 3He (ref. 9), but the spin-
singlet d+ id state has not yet been observed experimentally. Such
a state was once proposed as a candidate state for high-Tc cuprate
superconductors19, but later gave way to a more conventional
TRS-preserving d-wave state. The key difficulty in realizing a d+ id
state is that the interactions that favour a d-wave state usually
have strongmomentumdependence and hence distinguish between
dx2!y2 and dxy pairing. However, in graphene the dx2!y2 and dxy
pairing channels are degenerate by symmetry4,26, opening the door
to formation of a d+id superconducting state.

How can superconductivity be induced in graphene? Existing
proposals for superconductivity in undoped graphene rely on the
conventional phonon-mediated BCS mechanism27, which leads
to an s-wave superconductivity with low Tc values for realistic
carrier densities owing to the vanishing density of states of
relativistic particles. However, there is an alternative route to
superconductivity, wherein repulsive microscopic interactions give
rise to attraction in a d-wave channel28. This alternative route
becomes viable when graphene is doped to the M point of the
Brillouin zone corresponding to 3/8 or 5/8 filling of the !
band (pristine graphene corresponds to 1/2 filling). At this filling
factor, a logarithmic Van Hove singularity originates from three
inequivalent saddle points, and the Fermi surface also exhibits a
high degree of nesting, forming a perfect hexagon when third-
neighbour (and higher) hopping effects are neglected1,4 (Fig. 1).
The combination of a singular DOS and a near-nested Fermi
surface strongly enhances the effect of interactions29–31, allowing
non-trivial phases to emerge at relatively high temperatures,
even if interactions are weak compared with the fermionic
bandwidth W . Relevant doping levels were recently achieved
experimentally using calcium and potassium dopants32. Also, a
new technique33 that employs ionic liquids as gate dielectrics
allows high levels of doping to be reached without introducing
chemical disorder.
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Interplay of superconductivity and spin-density-wave order in doped graphene

Rahul Nandkishore1,2 and Andrey V. Chubukov3

1Department of Physics, Massachusetts Institute of Technology, Cambridge, Massachusetts 02139, USA
2Princeton Center for Theoretical Science, Princeton University, Princeton, NJ 08540, USA
3Department of Physics, University of Wisconsin-Madison, Madison, Wisconsin 53706, USA

(Received 24 July 2012; published 19 September 2012)

We study the interplay between superconductivity and spin-density-wave order in graphene doped to 3/8 or
5/8 filling (a van Hove doping). At this doping level, the system is known to exhibit weak-coupling instabilities
to both chiral d + id superconductivity and to a uniaxial spin density wave. Right at van Hove doping, the
superconducting instability is strongest and emerges at the highest Tc, but slightly away from van Hove doping,
a spin density wave likely emerges first. We investigate whether at some lower temperature superconductivity
and spin density waves coexist. We derive the Landau-Ginzburg functional describing interplay of the two order
parameters. Our calculations show that superconductivity and spin-density-wave order do not coexist and are
separated by first-order transitions, either as a function of doping or as a function of T .

DOI: 10.1103/PhysRevB.86.115426 PACS number(s): 73.22.Gk, 73.22.Pr, 75.10.Lp, 84.71.Ba

I. INTRODUCTION

Two-dimensional electron systems provide an ideal envi-
ronment for exploration of many-body physics. Graphene, as
a new two-dimensional electron system, may allow us to access
new many-body phases that have not been hitherto observed.
Unfortunately, undoped single-layer graphene seems to be
well described by a noninteracting model,1 with the vanishing
density of states suppressing interaction effects. In order to
access many-body physics in graphene, one must sidestep
the vanishing density of states. One way to do this is by
doping. When graphene is doped to the M point of the
Brillouin zone, a doping level that corresponds to 3/8 (or
5/8) filling (undoped graphene corresponds to 1/2 filling),
the Fermi surface undergoes a topological transition from
a two-piece to a one-piece Fermi surface.2 Associated with
this topological transition is a divergent density of states,
which gives rise to weak-coupling instabilities to unusual
many-body states. Doped graphene thus provides a promising
playground for exploration of new quantum many-body
states.

The recent success of experimental efforts to dope graphene
to the M point3 has inspired a flurry of theoretical works
studying many-body physics in doped graphene.4–14 It has
been established4 that the principal weak-coupling insta-
bilities are to chiral d + id superconductivity and to a
uniaxial spin density wave (SDW). The superconductivity
arises from spin fluctuation exchange in a model that starts
with weak, purely repulsive electronic interactions. This
is in contrast to studies of graphene at half-filling, where
superconductivity arises either due to phonons15 or due
to strong interelectron interactions.16,17 It is known from
a renormalization-group analysis4 that the superconducting
instability is leading at van Hove doping,4 and the SDW is
leading somewhat away from van Hove doping.11 However, it
is not known whether these two orders are mutually exclusive,
or whether they coexist in some range of temperatures and
dopings.

In this paper, we demonstrate that for graphene near the M
point, superconductivity and SDW magnetism are mutually
exclusive orders. We derive Landau-Ginzburg action for

two order parameters and show that the interplay between
quartic terms is such that the minimum of the action is when
only one order parameter is nonzero. This result stands in
stark contrast to pnictide materials, where Landau-Ginzburg
analysis shows that superconducting and SDW orders do
coexist.18,19 In doped graphene, one expects to observe pure
chiral superconductivity at van Hove doping, with a first-order
transition to pure spin-density-wave order upon doping away
from the van Hove point. Our conclusions apply also to
doped triangular lattice systems,20 which have an identical
low-energy description near 3/4 filling.

II. THE MODEL

Our point of departure is the tight-binding model2 with the
nearest-neighbor dispersion
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Competing electronic orders on kagome lattices at van Hove filling

Wan-Sheng Wang, Zheng-Zhao Li, Yuan-Yuan Xiang, and Qiang-Hua Wang
National Laboratory of Solid State Microstructures, Nanjing University, Nanjing, 210093, China

(Received 4 September 2012; published 25 March 2013)

The electronic orders in Hubbard models on a kagome lattice at van Hove filling are of intense current interest
and debate. We study this issue using the singular-mode functional renormalization group theory. We discover
a rich variety of electronic instabilities under short-range interactions. With increasing on-site repulsion U , the
system develops successively ferromagnetism, intra-unit-cell antiferromagnetism, and charge bond order. With
nearest-neighbor Coulomb interaction V alone (U = 0), the system develops intra-unit-cell charge density wave
order for small V , s-wave superconductivity for moderate V , and the charge density wave order appears again
for even larger V . With both U and V , we also find spin bond order and chiral dx2!y2 + idxy superconductivity
in some particular regimes of the phase diagram. We find that the s-wave superconductivity is a result of charge
density wave fluctuations and the squared logarithmic divergence in the pairing susceptibility. On the other hand,
the d-wave superconductivity follows from bond order fluctuations that avoid the matrix element effect. The
phase diagram is vastly different from that in honeycomb lattices because of the geometrical frustration in the
kagome lattice.

DOI: 10.1103/PhysRevB.87.115135 PACS number(s): 71.27.+a, 71.10.!w, 64.60.ae, 75.30.Fv

I. INTRODUCTION

The kagome lattice model has attracted considerable at-
tention due to its high degree of geometrical frustration. In
the Mott insulating limit, several possible states have been
proposed as the ground state of the Heisenberg model in this
lattice, such as the U(1) algebraic spin liquid (SL),1 the valance
bond solid,2 the triplet-gapped SL,3 and the singlet-gapped
SL with signatures of Z2 topological order.4 On the other
hand, several exotic phases have been proposed for the kagome
Hubbard model, such as the ferromagnetism at electron filling
1/3 (or 5/3) per site,5 the fractional charge at 1/3 filling
for spinless fermions,6 and the Mott transition in anisotropic
kagome lattices.7,8

Of particular interest is the possible phases at the van Hove
filling (the filling fraction is 2/3 ± 1/6 per site), where the
Fermi surface (FS) is perfectly nested and has saddle points
on the edges of the Brillouine zone. These properties of the
normal state make it unstable against infinitesimal interactions.
Similar FS appears in triangle and honeycomb lattices and was
shown to develop, under short-range repulsive interactions, a
chiral spin-density-wave (SDW) state9–11 or a chiral dx2!y2 +
idxy superconducting state.12,13 Both states break time-reversal
and parity symmetries and are topologically nontrivial. Given
the similar FS, a simple FS nesting argument would predict
similar phases in the kagome model. This seems to be the
case in a recent variational cluster perturbation theory (with
an additional spin disordered phase).14 However, as already
realized in Ref. 14 and emphasized in Ref. 15, the interaction
vertex viewed in the band basis has a strong momentum
dependence (matrix element effect). This is because the
character of the Bloch state on the FS depends on the position
of the momentum. The matrix element effect weakens the
nesting effect significantly for a local interaction U , leading
to a new phase diagram in a recent analytical renormalization
group study.15 Such an analysis would be exact for a featureless
fermi surface and infinitesimal interactions. In this paper, we
are interested in finite interactions together with perfect fermi
surface nesting and van Hove singularity.

The functional renormalization group (FRG) method is a
differential perturbation theory with respect to the increment
of the phase space (starting from the high energy window)
rather than in the interaction itself. It provides the flow of
one-particle irreducible vertex functions versus the running
parameter that controls the phase space.16 The FRG is capable
of treating interactions up to a moderate size (at the tree level).
It also treats particle-particle and particle-hole channels on
equal footing. The way how interaction vertices diverge during
the flow indicates what kind of ordering is to be realized at
low-energy scales in the system. The applicability of FRG
has been demonstrated in the contexts of cuprates17 and iron
based superconductors.18 Recently, a singular-mode functional
renormalization group (SMFRG) method was developed and
applied to investigate topological superconductivity in corre-
lated electron systems with or near van Hove singularities.11,19

In this paper, we perform an SMFRG study of the model at
van Hove filling. We discover a rich variety of electronic insta-
bilities under short-range interactions. With increasing on-site
repulsion U , the system develops successively ferromagnetism
(FM), intra-unit-cell antiferromagnetism (AFM), and charge
bond order (CBO). With nearest-neighbor Coulomb inter-
action V alone (U = 0), the system develops intra-unit-cell
charge density wave (CDW) order for small V , s-wave
superconductivity (sSC) for moderate V , and CDW appears
again for even larger V . With both U and V , we also find
SBO and chiral dx2!y2 + idxy superconductivity (dSC). Our
results are summarized in the phase diagram in Fig. 9. We find
that the sSC is a result of CDW fluctuations and the squared
logarithmic divergence in the pairing susceptibility. On the
other hand, the dSC follows from bond order fluctuations that
avoid the matrix element effect. The phase diagram is vastly
different from that in honeycomb lattices.

The rest of the paper is arranged as follows. In Sec. II,
we define the model and illustrate the matrix element effect.
In Sec. III, we introduce the FRG method. In Sec. IV, we
first discuss the leading instabilities at typical points in the
parameter space, and conclude by a discussion of the phase
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Hall effect in the absence of any externally applied magnetic field.
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Interactions commonly lead to magnetism. For instance,
the ground state of the half-filled Hubbard model becomes
antiferromagnetic (AFM) for a finite on-site Coulomb
interaction U. The AFM phase is collinear on bipartite
lattices and exists for any finite U=t (t being the nearest-
neighbor hopping) in the cases of square and cubic lattices
due to nesting properties of the Fermi surface (FS). The
situation is less clear when competing interactions or lat-
tice topology lead to frustration and more complex mag-
netic orderings. For instance, a 120" three-sublattice
(noncollinear) structure is stabilized on the half-filled tri-
angular lattice for large enough U=t and a spin liquid
ground state has been proposed for the kagome lattice.
The noncoplanar spin orderings have proven to be particu-
larly elusive. Besides being the next level in magnetic
ordering complexity, the noncoplanar states have unusual
transport [1] and magnetoelectric [2] properties resulting
from their chiral structure. Consequently, it is important to
find simple and realistic models in which such states could
emerge and remain stable over a range of Hamiltonian
parameters.

A triangular plaquette is a basic building block for
lattices with built-in geometrical frustration. Assume that
on every site i there is an ordered magnetic moment Si. If
the moments on the plaquette are noncoplanar, the result-
ing scalar spin chirality, hSi # Sj $ Ski ! 0, breaks both the
time-reversal and the parity symmetries. Notably, the sca-
lar spin chirality can exist even without having statically
ordered magnetic moments (hSii % 0) [3]. When conduc-
tion electrons propagate through such a spin texture, they
may exhibit spontaneous Hall effect in the absence of any
externally applied magnetic field [4]. Moreover, if the spin
ordering opens a full gap in the charge excitation spectrum,
a spontaneous quantum Hall insulator can form [1]. This
exotic phenomenon has the following origin: Because of
the exchange interaction, the underlying local moment
texture aligns the spins of the conduction electrons induc-
ing a Berry phase in the electron wavefunction, which is
indistinguishable from a ‘‘real’’ magnetic flux. Ohgushi

et al. [1], considered a model of 2D kagome ferromagnet
where spin orbit interaction tilts the local moments so as to
produce nonzero chirality. The spin configuration corre-
sponded to total zero fictitious flux through the unit cell,
while still creating nonzero quantized Hall conductivity at
filling 1=3. The authors were primarily concerned with the
double exchange model, which assumes two species of
electrons—the localized ones and the itinerant ones, but
also suggested that similar physics may occur in a single
band Hubbard-like model in the presence of spin-obit
interaction. Appearance of quantumHall effects in systems
with spontaneous bond ordering has recently been dis-
cussed in Raghu et al. [5].
In the present work we consider the Kondo lattice and

the Hubbard models on a triangular lattice. We demon-
strate that a noncoplanar magnetic ordering with uniform
scalar spin chirality is self-consistently generated at the
mean-field level. The magnetic ordering has the four-site
unit cell, with the local spin orientations corresponding to
the normals to the faces of a regular tetrahedron, see Fig. 1.
This structure has been earlier proposed to describe the
magnetic ordering in Mn monolayers on Cu(111) surfaces
[6] and the nuclear spin ground state of a two-dimensional
3He [7]. In the Kondo lattice and the Hubbard models, this
structure appears as a weak-coupling instability at 3=4
filling due to the nesting properties of the electronic
Fermi surface, in close analogy to the magnetic instability
of the half-filled square-lattice Hubbard model. The result-
ing insulating state at 3=4 filling exhibits spontaneous
quantum Hall effect.
Let us first consider the Kondo-Lattice Hamiltonian,

H % !t
X

hiji
cyi!cj! ! J

X

i

Si # cyi!!!"ci"; (1)

which describes electrons hopping between the nearest-
neighbor sites of triangular lattice interacting via on-site
exchange coupling J with the localized moments Si. The
operator cyi! (cyi!) creates (destroys) an electron with spin!
on site i and !!" % &#x

!";#
y
!";#

z
!"' is a vector of the
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FIG. 9. (Color online) The phase diagram of the kagome lattice at
van Hove filling versus U and V (in units of t). The electronic orders
and the associated ordering momenta are FM (Q = 0), intra-unit-cell
AFM (Q = 0), CBO (Q = M), intra-unit-cell CDW (Q = 0), SBO
(Q = M), dx2!y2 + idxy-wave SC (dSC, Q = 0) and s-wave SC (sSC,
Q = 0). Here, M is one of the nesting vectors connecting the saddle
points on the Fermi surface.

mode !SC, we construct the effective pairing operator HSC
and get the gap function in the momentum space as shown in
Fig. 8(c). This is clearly a dxy-wave gap function. In fact, there
is another degenerate singular mode that gives a dx2!y2 -wave
gap function (not shown). Using the renormalized pairing
interaction, we performed mean-field calculations to find that
the ordered state is a chiral dx2!y2 + idxy superconducting
state, which we call the dSC state. The chiral state is fully
gapped on the Fermi surface and thus saves more energy.
Figure 8(a) shows that the SDW and CDW channels are
dominant at high-energy scales. Inspection of the later stage of
the FRG flow reveals that the singular modes in these channels
contains dominant CBO and SBO components (on nearest
bonds). We shall come back to this point later.

The phase diagram. Apart from the typical results discussed
above, we have performed systematic SMFRG calculations on
a dense grid in the (U,V ) plane. The interactions are chosen
to be smaller than the total bandwidth (6t). Projected on the
Fermi surface they are even smaller. In such a case, the FRG
method is expected to be reliable. The results are summarized
as a phase diagram shown in Fig. 9. The CBO and SBO states
have ordering momenta at one of the nesting vectors, while the
others order at zero momentum without breaking translation
symmetry. However, the CDW and AFM states have intra-
unit-cell structures. This phase diagram can be understood as
follows.

Along the U = 0 axis, the s-wave superconductivity ap-
pears between the intra-unit-cell CDW states at small and
large values of V . This is counterintuitive at a first sight
since increasing V would always favor CDW. However, the
numerical result is reasonable for the following reasons. While
the CDW susceptibility behaves as ln(W/") at the running
scale " because of the van Hove singularities in the normal
state density of states (here W is of the order of the bandwidth),
the SC susceptibility diverges as ln2(W/") due to a further
Cooper instability.12 Therefore once the initially repulsive
pairing channel becomes slightly attractive via the overlap

with the CDW channel, the pairing interaction could grow
in magnitude faster than the CDW interaction, and could
eventually overwhelm the CDW interaction. This explains the
emergence of the s-wave superconductivity for moderate V .
However, if V is initially small, the overlap with the SC channel
is small during the flow. On the other hand, if V is large
enough, the CDW channel diverges before the SC channel
takes advantage of the fast growth. These considerations are
consistent with our results along the U = 0 axis.

In the phase diagram, we see that both CBO and SBO
phases are in proximity to the d-wave SC phase. This is
a reasonable result since we find that the bond orders are
on nearest-neighbor bonds, while the d-wave pairing are on
third-neighbor bonds (or nearest similar-sublattice neighbor
bonds). It is the even order processes involving the bond-
density interactions that have overlap with the above singlet
pairing interaction, which are therefore immune to the sign
structure in the SBO and CBO interactions. On the other hand,
the on-site repulsion disfavors s-wave pairing. This makes
d-wave pairing viable. Interestingly, by utilizing the bond
order fluctuations, the pairing mechanism avoids the matrix
element effect that would frustrate site-local spin fluctuations
at the nesting vector.

Along the V = 0 axis, our SMFRG result predicts the
charge bond order for large U . This is indeed a spin disordered
phase as found in Ref. 14, and is beyond the mean-field theory
but consistent with the lack of a well defined site-local spin or-
dered phase. The reason that a large U favors a spin disordered
state rather than local spin moment ordering is twofold. First,
the matrix element effect weakens nested scattering and favors
ferromagnetic ordering. Second, a sufficiently large U makes
the nested scattering more important as compared to the case
of small U . This would favor antiferromagnetic ordering. The
site-local spin ordering is thus frustrated by the competition
of ferromagnetism and antiferromagnetism. The compromise
is the CBO state, which is an analog of the valence bond solid
and reflects the short-range spin correlations.

Finally, for U " t and with increasing V , the succes-
sive orders are FM, CBO, SBO, dSC, sSC, and CDW.
This sequence is reasonable as follows. The CBO and SBO
states take advantage of V since by connecting different
sublattices it avoids the matrix element effect. However, a
large V favors CDW. In the intermediate region, the CBO/SBO
fluctuations drive dSC while CDW fluctuations drives sSC, as
discussed above. This explains why there is a transition from
dSC to sSC with increasing V .

V. SUMMARY AND PERSPECTIVE

In summary, we have studied the extended Hubbard model
on kagome lattice at van Hove filling using the SMFRG
method. We discovered a variety of phases in the parameter
space. Along the V = 0 axis and with increasing on-site re-
pulsion U , the system develops successively ferromagnetism,
intra-unit-cell antiferromagnetism, and charge bond order.
With nearest-neighbor Coulomb interaction V alone (U = 0),
the system develops intra-unit-cell CDW order for small V ,
s-wave superconductivity for moderate V , and CDW appears
again for even larger V . With both U and V , we also find
spin bond order and chiral dx2!y2 + idxy superconductivity.
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the evolution of gi at energy E as the fermion fluctua-
tions from cuto↵ energy ⇤RG ⇠ t⇤2 to E are integrated
out, we perform a parquet renormalization group (pRG)
analysis. Following Ref. [46], the pRG equations for gi
are

dg1
dy

= 2d1g1(g2 � g1),

dg2
dy

= d1(g
2
2 + g23),

dg3
dy

= �g23 � 2g3g4 + 2d1g3(2g2 � g1),

dg4
dy

= �2g23 � g24 , (4)

where y = ⇧pp(0, E) ⇠ ln2(⇤RG/E) is the RG time and
d1(y) = d⇧ph(Ma)/ dy is the “nesting parameter”, which
satisfies 0 < d1(y) 6 1/2. For perfect nesting, d1(y) =
1/2 and is independent of RG time. For concreteness, we
will consider the perfect nesting case hereafter, i.e. d1 ⌘
1/2. It has been checked that other 0 < d1(yc) < 1/2
does not qualitatively change the fixed point solutions
and leading density wave instabilities.

The RG equations, having entirely quadratic �-
functions (the right hand sides of the pRG equations),
do not have any non-trivial controlled fixed points in the
usual sense. Rather, they describe flows in the vicinity of
the free fixed point: since the RG equations are pertur-
bative, they are strictly valid only within some sphere of
small radius of the origin in g-space. Within certain do-
mains of this space, the flows will be unstable, i.e. they
will exit the sphere of control, which indicates an insta-
bility towards a new regime, and most likely an ordered
state. Within the unstable regions of phase space, RG
flows that begin very close to the origin tend to converge
toward particular unstable trajectories which act as at-
tractors, and are typically straight “rays”[61, 62]. Below
we follow previous works that reformulate these rays to
appear as fixed points, by projecting the trajectories to
a plane of constant value of one of the parameters. The
stable “fixed rays” are expected to describe the asymp-
totic limit of arbitrarily weak but non-zero bare interac-
tion, such that convergence to these rays is nearly perfect
before the sphere of control is exited. One should keep
in mind that when the bare interactions are small but
not arbitrarily so, the deviations from these rays become
important, and the physics will be less universal and con-
trolled more by the actual values of the interactions, but
the RG equations can still be employed.

Before considering the stable fixed rays, we note a few
features of these equations. The �-functions for g1 and g3
contain an overall factor of g1 and g3, respectively. This
follows from symmetry: all terms except g1 conserve spin
at each saddle point separately, and all terms except g3
conserve the number of electrons at each saddle point
separately. The conserving interactions cannot generate
a non-conserving one. As a result, the sign of g1 and
g3 remain fixed through out the RG evolution. One also

notes that the dg2/dy > 0 and dg4/dy < 0 under the RG.
Thus an initially positive g2 must remain positive, and
an initially negative g4 remains negative.
To understand the physical meaning of the gi, it is

useful to define interactions that parametrize particular
channels of ordering, e.g. they appear in the mean-field
treatment below in Sec. IV. They were previously de-
fined in Ref. [46, 49]. Here, we consider the interactions
in the d-wave superconductivity (GdSC = g3 � g4), s-
wave superconductivity (GsSC = �2g3 � g4), real charge
density (GrCDW = �2g1 + g2 � g3), orbital moment
density (GiCDW = �2g1 + g2 + g3) 1, real spin density
(GrSDW = g2 + g3), spin flux order (GiSDW = g2 � g3)
channels. The interactions Ga are defined such that the
a instability develops only when Ga > 0.
From the previous discussion, we can see a few features

clearly. Real and imaginary parts of the CDW and SDW
order parameters (OPs) are degenerate if g3 = 0. This is
because the umklapp interaction is the only one transfer-
ring charge between saddle points, so that in its absence
there is a separate U(1) charge rotation for each valley.
Similarly, the corresponding real and imaginary parts of
the CDW and SDW orders are degenerate when g1 = 0.
This is because only g1 violates separate spin conserva-
tion at each saddle, so that when g1 = 0, independent
SU(2) rotations may be made for each flavor, which mixes
CDW and SDW orders. Thus, we see that the sign of g3
decides between real and imaginary CDW/SDW, while
the sign of g1 decides between CDW and SDW order.
To proceed further, we determine the fixed rays and the

pRG flow trajectory near them. We rewrite interactions
as gi = �ig, and choose g as one of the interactions,
which diverges as g ⇠ 1

yc�y along the fixed trajectory

(as we verify afterwards). A proper identification of g
ensures that �i tends to a constant value �⇤

i along the
fixed trajectory, and �⇤

i = 0 implies that the interaction
gi either flows to zero or diverges slower than 1

yc�y . We
call it a fixed point hereafter. The solutions to �⇤

i can be
obtained by solving a set of algebraic equations �̃i({�}) =
0 for i = 1, 2, 3, 4, where

�̃i({�}) = �̇i =
1

g
(ġi � �iġ) . (5)

Among those solutions, only the stable fixed point solu-
tions are of physical interest, as they do not flow away
under small perturbations. To examine the stability
of a fixed point solution, we define a matrix T that
is determined by the flow of �̃i at the fixed point, i.e.

1
Here, iCDW standards for “imaginary charge density wave”.

However, note that the latter does not necessarily mean that

the charge instability must break time reversal symmetry for a

generic wave vector. But at wave vector M = �M up to a

reciprocal lattice vector, imaginary charge density must break

time-reversal symmetry, and correspond to orbital moment den-

sity wave. For similar reasoning, we use iSDW for spin flux order.

umklapp

intra-valley

inter-valley density

inter-valley exchange
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y = ⇧pp(0, E) ⇠ ln2(⇤/E)

Saddle point RG - important parameters:

• Sign of g1 preserved: g1<0 favors singlet/charge while 
g1>0 favors triplet/spin 

• Sign of g3 preserved: g3>0 prefers imaginary density 
wave while g3<0 favors real density wave
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Tij = @�̃i/@�j |{�⇤}. The RG fixed point is stable only
when all the eigenvalues of T are non-positive.

In addition to identifying the leading instabilities, the
subleading ones are also considered here for three reasons.
First, as discussed above, when the interaction strengths
are not truly infinitesimal, flow to the unstable regime
may occur before the fixed ray is reached. This may oc-
cur when bare couplings are small but not too close to a
fixed ray, and deviate from it in a particular direction fa-
voring a subleading instability. Second, the flow may be
also cut o↵ by imperfect nesting and/or a non-zero chem-
ical potential (i.e. doping from the saddle point). These
e↵ects limit the convergence to the fixed ray, and at that
point a di↵erent instability might dominate. Third, a sec-
ondary instability may develop at a lower temperature,
even if the primary one occurs first. To account for those
possibilities, which depend upon the microscopic details,
we will list the leading two instabilities at the RG fixed
points.

To summarize, we list all the stable fixed point solu-
tions for both repulsive and attractive bare interactions.
In addition, we discuss an interesting semi-stable fixed
point solution with only one weak unstable direction flow-
ing out of the fixed point.

When g(0)2 > 0, there are three (semi)stable fixed
points, which we take the liberty of denoting “phases”
I, II, III – this is an abuse of terminology since these
solutions really describe unstable rays in the full phase
space, which may not correspond to a unique phase. As
g2(y) must diverge as ⇠ 1

yc�y , we choose g(y) = g2(y) =
1

d1(1+�2
3)(yc�y)

.

I. When g(0)3 < 0, g3 flows to negative value at the sta-
ble RG fixed point, and we find �1 = 0, �2 = 1, �3 ⇡
�6.1, �4 ⇡ �5.5. The subleading divergence of g1

goes as g1(y) ⇠ (yc � y)
�

2
1+�2

3 ⇠ 1
(yc�y)0.05 . Note

that as the flow of g1 is subleading here, the sign

of g(0)1 is not qualitatively important to determine
the fixed trajectory. The leading instabilities are
GsSC = 17.6g, GrCDW = GiSDW = 7.1g.

II. When g(0)1 < 0, g(0)3 > 0, and for large enough

|g(0)1 |, the system may flow to a semi-stable fixed
point, where there is only 1 weak unstable direc-
tion in the 4-dimensional parameter space defined
by {g1, g2, g3, g4}. The fixed point solution reads
�1 ⇡ �46.7, �2 = 1, �3 ⇡ 9.7, �4 ⇡ �4.4. The
leading instabilities are GiCDW = 104.0g, GrCDW =
84.6g.

III. When g(0)1 , g(0)3 > 0, the stable RG fixed point has
been discussed a lot in the literature [46]. The
fixed point solution gives �1 = 0, �2 = 1, �3 ⇡
5.6, �4 ⇡ �10.0, where the subleading divergence

of g1 can be obtained as g1(y) ⇠ (yc � y)
�

2
1+�2

3 ⇡
1

(yc�y)0.06 . The leading divergent instabilities are
GdSC = 15.6g, GrSDW = GiCDW = 6.6g.

OP Definition Interaction
strength (G)

rCDW N↵ = GrCDW
|✏↵�� |
2N

P
q

D
c†�qc�q

E
�2g1 + g2 � g3

iCDW �↵ = GiCDW
✏↵��

2iN
P

q

D
c†�qc�q

E
�2g1 + g2 + g3

rSDW S↵ = GrSDW
|✏↵�� |
2N

P
q

D
c†�q

�
2 c�q

E
g2 + g3

iSDW  ↵ = GiSDW
✏↵��

2iN
P

q

D
c†�q

�
2 c�q

E
g2 � g3

sSC �s = GsSC
1p
3N

P
q hc↵q#c↵�q"i �2g3 � g4

dSC

�xy =GdSC
1
N

⇥
X

q

hcq#Dxyc�q"i

�x2�y2 =GdSC
1
N

⇥
X

q

⌦
cq#Dx2�y2c�q"

↵

g3 � g4

TABLE I. List of all bilinear order parameters (OPs) in
the patch model. � are the Pauli matrices in spin space,
and

P
q ⌘

P
|q|<⇤. Dxy, Dx2�y2 are matrices in the patch

space defined as Dxy =
p

1/2diag (0, 1,�1) and Dx2�y2 =p
2/3 diag(1,�1/2,�1/2), and cq� = (c1q�, c2q�, c3q�).

In Fig. 4, the phase diagram in the space of g(0)1 , g(0)3

for g(0)2 > 0 is shown.

When g(0)2 < 0, g2 may instead flow to zero. We find in
this way a fourth fixed ray, which we denote phase IV. It
is describe by letting g = g1(y) = � 1

2d1(yc�y) , and �1 =

1, �2 = 0, �3 = 0, �4 = 0. This solution requires g(0)1 <

0, g(0)4 > 0, and is only stable when g(0)3 > 0. Moreover,
g3(y) is also divergent and is only logarithmically smaller

than g1. We find g3(y) =
1

yc�y

⇣
ln 1

yc�y

⌘�1
. The leading

instabilities are GrCDW = GiCDW = �2g = 1
d1(yc�y) .

The fixed point solution indicates that the rCDW and
iCDW orders are degenerate at the leading order, but
they are split by a logarithmically subdominant e↵ect
due to g3 > 0 weakly in favor of the iCDW, i.e. GiCDW >
GrCDW.

In passing, we note that purely electronic interactions

generally give repulsion for all couplings, i.e. g(0)i > 0
with i = 1, 2, 3, 4. However, other factors, such as orbital
composition of the wave function near saddle points, and
electron-phonon coupling, may contribute to attraction

for certain g(0)i . In App. B, we consider the e↵ect of
electron-phonon coupling, and show that the renormal-

ization to g(0)i can be attractive for both �g(0)1 and �g(0)3 or

only �g(0)1 , depending upon the strength of the coupling
and and phonon modes involved.

g3<0 g1<0, g3>0

g1 > 0, g3>0 g2<0
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3Q hexagonal CDWs heavily studied in TMDs  
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Fig. 3 Magnetic field tunable chirality of the charge modulation. a, b, c, Spectroscopic 2×2 vector peaks 
taken at B=0T, -2T, +2T, respectively. The top and bottom panels are 3D and 2D presentations of the data.  
The height of the three pairs of vector peaks is marked with arbitrary units for each data. The chirality can 
be defined as the counting direction (clockwise or anticlockwise) from the lowest to highest pair vector 
peaks. d, e, Inverse Fourier transform of the vector peaks at B=+2T and -2T, respectively. The circles mark 
the modulation intensity anisotropy, which show opposite chiralities for opposite fields. f, Illustration of 
the chiral charge modulation in kagome lattice. All the data are taken on the Sb surface.  
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TrH and SoD patterns preserve C6



Nematicity
Not a surface effect

Y. Xiang et al, 2021 (Hai-Hu Wen)

Transport

Shows C2 rather than 
C6 symmetry



3d order
Assumption: inter-layer coupling is weak compared to 
intra-layer interactions, and generally decays with 
distance in c direction 

Stephen’s 
slide



3d order
Assumption: inter-layer coupling is weak compared to 
intra-layer interactions, and generally decays with 
distance in c direction 

Inter-layer free energy:
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intra-layer interactions, and generally decays with 
distance in c direction 

Inter-layer free energy:
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rapidly decreasing with δ
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�a,z = ±�a,z+1
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Sa,z = ±Sa,z+1

This is allowed because of TR.
Primary iCDW/rSDW order has kz=0,½

Induced rCDW ~ (ϕ/S)^2 order has kz=0



3d order
Assumption: inter-layer coupling is weak compared to 
intra-layer interactions, and generally decays with 
distance in c direction 

Inter-layer free energy:
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�=1

(K?,�Na,zNa,z+� + L?,��a,z�a,z+� + J?,�Sa,z · Sa,z+�)

rapidly decreasing with δ

If K⟂,1>0, want Na,z=-Na,z+1 but this cannot be satisfied

Single-layer minima have N1N2N3 fixed (= +1 for example)

Inter-layer correlation forces only Na,z ≠ Na,z+1 for some a. 



3d order
Assumption: inter-layer coupling is weak compared to 
intra-layer interactions, and generally decays with 
distance in c direction 

Inter-layer free energy:
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(K?,�Na,zNa,z+� + L?,��a,z�a,z+� + J?,�Sa,z · Sa,z+�)

rapidly decreasing with δ

inter-layer displacement in 
3 possible directions



3d order
Mapping to Potts model:

12

We must therefore consider further neighbor interactions.
The problem can be mapped to a 4-state Potts model, by
defining the four allowed configurations of N↵ in a single
layer as � = 1 · · · 4. The interaction energy becomes

f? =
1X

z=0

1X

�=1

K?,�N
2
0

�
4��z,�z+� � 1

�
, (25)

which illustrates the S4 permutation symmetry of a Potts
model. This is a 4-state Potts chain with competing
further-neighbor interactions, which has a rich statistical
mechanics for general couplings, similar to that of the
ANNNI model, a paradigm for devil’s staircases, com-
mensurate and incommensurate phases, and transitions
between them. Here because each Potts spin represents
an entire 2d layer, the energies involved are proportional
to the area of a layer, and hence much larger than kBT .
Therefore, we are interested only in the ground states
of the Potts chain. In this limit, the ground states are
generally commensurate, but can have very large unit
cells (in the z direction), and the Devil’s staircase can
arise. We limit our discussion to only the simplest cases,
and assume |K?,�| � |K?,�+1| as expected on grounds
of locality.

The simplest situation is K?,2 < 0, in which case sec-
ond neighbor layers prefer to be parallel. We have then
alternating states in successive layers, �z = �1 for z even
and �z = �2 for z odd, with �1 6= �2. In terms of the

rCDW vector,, n↵,z = n(1)
↵ for z even and n↵,z = n(2)

↵ for
z odd, such that n(1) · n(2) = �1. This corresponds to
the wavevector kz = 1/2 in lattice units. Note that the
three-dimensional degeneracy of this state is 4⇥ 3 = 12.

If K?,2 > 0, then we require both nearest neighbor
and second neighbor Potts spins to di↵er in the ground
state. After choosing the first layer, there are 3 choices
for the second layer, and then 2 choices for the third
layer, which must be distinct from the first two lay-
ers. This implies the smallest possible periodicity of the
ground state is 3. It may, however, be larger. Indeed
for the fourth layer, there are still 2 choices remaining,
and the ground state is not determined. To fix this de-
generacy, we may yet consider the third neighbor cou-
pling. If K?,3 < 0, then we favor a return to the origi-
nal state. The entire configuration becomes determined,
with a periodicity of 3, and a representative sequence in
Potts variables like �z = 1, 2, 3, 1, 2, 3, 1, 2, 3 · · · . These
configurations correspond to a “chiral” ordering of the
layers, consistent with a 3-fold screw axis. Alterna-
tively, if K?,3 > 0, then we obtain a four layer pe-
riodicity, �z = 1, 2, 3, 4, 1, 2, 3, 4, · · · . These two situa-
tions have smaller ordering wavevectors in the z direc-
tion, kz = 1/3, 1/4, respectively. Note that the relatively
simple results quoted here are the result of assuming a
strict hierarchy of interactions, with couplings decaying
rapidly in strength with the separation of layers. Oth-
erwise much more complex states may arise in the Potts
chain.

We conclude that a distinct di↵erence between the

iCDW and rCDW is the presence of periodicities larger
than 2 in the c direction. Appearance of such a periodic-
ity (i.e. kz = 1/3, 1/4) would provide clear experimental
evidence in favor of the real over the imaginary CDW.

2. Rotational symmetry breaking

In the previous discussion, we determined the relative
ordering between layers assuming the order parameter
within each layer is rigid. Now we consider a higher order
e↵ect: the back-influence of the inter-layer interaction on
the order parameter within a single layer. In particular,
in the case of rCDW order, this leads to a breaking of C3

rotational symmetry within a given layer. This can be
understood as follows. All 4 of the 2d ordered states in
the 3Q+ or 3Q� states preserve C3 symmetry around the
centers of one of the four hexagons within the quadrupled
unit cell, but not around the other three. In the states
with kz > 0, the centers of neighboring layers are not
aligned. Consequently there is no rotation axis which
preserves all layers. In the chiral kz = 1/3 states, there
is instead a screw axis, which preserves macroscopic C3

symmetry of the crystal in the bulk. This symmetry is
however broken at the surface. In the states with kz =
1/2, 1/4, there is not even macroscopic C3 symmetry.

In all cases, if one observes the order within a single
layer, its neighbors will influence its order and lower the
symmetry. The situation is simplest for the top layer.
Assume the system develops long-range order, and there-
fore we may treat the inter-layer interaction in a mean
field sense. We therefore replace the coupling to the sec-
ond layer from the top (the strongest such coupling) by
a term of the form

f?,0 = K?,1hN↵,1iN↵,0. (26)

This term appears as a “field” on the order parameter
in the top layer (z = 0). In for example the kz = 1/2
phase, we may take hN↵,1i = N0(1, 1, 1). Then this con-
figurations in the first layer are “pushed” away from the
(1, 1, 1) direction. For example, if the top layer chooses
the (1, 1̄, 1̄) state, the inter-layer coupling will shift it to
the form N↵,0 = N0(1��,�1��,�1��), with 0 < � ⌧ 1.
Note that |N1| < |N2| = |N3|. The consequence is that
the two dimensional Bragg peaks associated to density
oscillations in the top layer develop two unequal magni-
tudes. This is a sign of the rotational symmetry break-
ing. Indeed, one can define a two-dimensional vector
vz,z0 = �vz0,z

vz,z0 =
X

↵

hn↵,zn↵,z0ia↵, (27)

where a↵ are the 2d triangular Bravais lattice vectors
with a3 = �a1 � a2. The vector vz,z0 is oriented along
one of the three principle directions and selects this axis.

This rotational symmetry breaking e↵ect exists within
each layer in all the 3Q± rCDW phases except the uni-
form kz = 0 one. Rotational symmetry is also broken

<latexit sha1_base64="tzHR7N3pYATFLq4j11P2awCJ5O0="></latexit>

(111), (11̄1̄), (1̄11̄), (1̄1̄1) ! � = 1, 2, 3, 4

1d Potts chain

generally has complex even aperiodic ground states

When 
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|K?,1| � |K?,2| � |K?,3| · · ·
can show that ground states have kz=0,½,⅓,¼ 



3d order
Upshot: iCDW and rSDW should have kz=0 rCDW 
order 

A kz

Cs ¼
K ½

Rb

consistent with 
primary rCDW

½

Experiments (x-rays):



Nematicity
Period 2 and period 4 layerings 
necessarily break C3 symmetry and 
form 3 rotational domains

axes become inequivalent

Birefringence domains 
observed in all 3 compounds Y. Xu et al, 2022 - unpublished (Liang Wu)

IF two alternating layers, mirror 
plane is preserved



Nematicity
Inter-layer mechanism:

Model influence of neighboring layer on the 
CDW amplitudes Neighboring 

layer
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N (1/2) = (x,±y,±y)
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Nematicity
Pattern of 2+1 charge peaks expected

KV3Sb5: Hong Li et al (Zejkovic), 2022
9 

 

 
Fig. 3 Magnetic field tunable chirality of the charge modulation. a, b, c, Spectroscopic 2×2 vector peaks 
taken at B=0T, -2T, +2T, respectively. The top and bottom panels are 3D and 2D presentations of the data.  
The height of the three pairs of vector peaks is marked with arbitrary units for each data. The chirality can 
be defined as the counting direction (clockwise or anticlockwise) from the lowest to highest pair vector 
peaks. d, e, Inverse Fourier transform of the vector peaks at B=+2T and -2T, respectively. The circles mark 
the modulation intensity anisotropy, which show opposite chiralities for opposite fields. f, Illustration of 
the chiral charge modulation in kagome lattice. All the data are taken on the Sb surface.  
 
 
 
 
 
 
 
 
 
 
 
 
 

Y.-X. Jiang et al, 2021 (Z. Hasan)



Loop currents
For example, 3Q iCDW phase has local and 
macroscopic orbital moments 11

(a) (b)

FIG. 8. Real space iCDW (current) bond order pattern of
the (a) 1Q and (b) 3Q states. All 3Q configurations are re-
lated by translations or time-reversal (changing the sign of
the currents). Configurations in the 1Q class are related by
translation (i.e. reversing the current direction) and a three-
fold rotation. Note that the 1Q state is macroscopically time-
reversal symmetric, because it is invariant under the combina-
tion of time-reversal and translation. (a) Bond current in the
1Q class, with {�23,�31,�12} = �0{1, 0, 0}. (b) Bond current
from {�23,�31,�12} = �0{1, 1, 1}. The sign of �0 is taken as
negative here.

the charge is conserved, which is indeed the case in both
the high temperature disordered phase and iCDW phase.
As a result, in the equilibrium phase, the current opera-
tor must satisfy

X

r↵!r0
↵0

ĵr↵r0
↵0 = 0. (21)

By comparing the continuity equation and the equation
of motion for charge density, we find the current operator
on the NN bonds as (see App. E):

ĵr↵r0
↵0 = ĵr↵r↵+e��r0

↵0 ,r↵+e�
�↵ 6=�

=
ie

~ t1
⇣
d†r↵

dr↵+e� � d†r↵+e�
dr↵

⌘
, (22)

where t1 is the NN hopping defined in Eq. (18). From
Eq. (19), the bond current expectation value can be ex-
pressed in terms of iCDW order parameter as

hĵr↵r↵+e� i = hĵr↵r0
�
i

=i e t1 e
�i(M↵·R�M� ·R

0)

 
1

N
X

q

�
hc†↵,qc�,qi � hc†�,qc↵,qi

�
!

=
�2 e t1
GiCDW

e�i(M↵·R�M� ·R
0)�↵� , (23)

where again we used r0� = r↵+e� = R0+�� with � 6= ↵ 6=
�. From Eq. (23), the real space bond current pattern
from �23 are shown in Fig. 8 (a). The linear combinations
of them can form loop current, as an example, we show
the bond current pattern for {�23,�31,�12} = �0{1, 1, 1}
in Fig. 8 (b).

The primary order parameter for the iCDW is a loop
current. However, as was discussed in Sec. IVC, from the
form of the K2 coupling terms in Eq. (14), a 3Q iCDW

will also induce charge order. In particular we see that
a 3Q iCDW induces either a 3Q+ or 3Q� state depend-
ing upon the sign of K2. Notably, the charge order is
quadratic in the iCDW order parameter, N↵ ⇠ �2, which
could be detectable near the transition temperature.

B. Three-dimensional coupling

Here we extend the Landau theory to consider the im-
plications of coupling of CDW order parameters between
nearby layers, adding a layer index z = 0, 1, 2 · · · num-
bered beginning from the top layer. We assume this cou-
pling is weak, so can be approximated by the leading
terms linear in the order parameters in each layer, and
decays rapidly with the distance between layers. Hence,

f? =
1X

z=0

1X

�=1

(K?,�N↵,zN↵,z+� + L?,��↵,z�↵,z+�) .

(24)
We assume that all the inter-layer interactions are weak
compared to the intra-layer terms in the free energy,
so that the form of the order within each layer is es-
tablished by the latter, and the intra-layer terms serve
to select particular relative orientations of the di↵erent
symmetry-breaking states in nearby layers. Here we ex-
pect |K?,1| � |K?,�>1| and |L?,1| � |L?,�>1| so that
terms with � > 1 can be neglected unless they are re-
quired to break degeneracies.

1. Three-dimensional ground states

Now we discuss the resulting three-dimensional or-
dered structures. First consider the imaginary CDW,
within the 3Q phase. Within a given layer, �↵ may take
one of the values �↵ = |�0|(±1,±1,±1), where all 8 signs
are possible, and |�0| is fixed by single-layer energetics.
If L?,1 < 0, the minimum energy iCDW order param-
eter is identical in all layers, �↵,z = �↵. If instead,
L?,1 > 0, the minimum energy configuration is “antifer-
romagnetic”, �↵,z = (�1)z�↵. The two cases above cor-
respond to an ordering wavevector with the z-component
kz = 0, 1

2 , in lattice units. Note that kz = 1/2 is the
wavevector for the current order, but the induced real
CDW order would have qz = 0 in both cases.
Now consider the real CDW, in either the 3Q+ or 3Q�

states. Within a single layer, N↵ may take just four val-
ues, with N↵ = N0n↵, with n2

↵ = 1 and n1n2n3 = 1.
For K?,1 < 0, we again obtain a “ferromagnetic” state,
with N↵,z = N↵. For K?,1 > 0, however, the situa-
tion is distinct from the iCDW case, because an overall
sign change in N↵ is not permitted. Instead, for a given
state n↵,z, the inter-layer coupling equally favors n↵,z+1

in any of the three states not equal to n↵,z. For N lay-
ers, the total degeneracy of ground states, consider just
the K?,1 interaction, is 4 ⇥ 3N�1 , a macroscopic de-
generacy including states with arbitrary wavevectors kz.

Loop currents?
“iCDW” can be almost degenerate with rCDW 
- only distinguished by umklapp g3 coupling

<latexit sha1_base64="A4iypP6ZdMMw+7TNHf2/TRL6/3k="></latexit>

�a ⇠ i✏abchc†a�cb�i

3Q state macroscopically breaks TR 
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� = �1�2�3

transforms like Mz

Suggestions of loop currents: Lin+Nandkishore, 2021; Feng, 
Zhang, Jiang, Hu, 2021; Denner, Thomale, Neupert, 2021;…



My intuition: maybe not?
Occam’s razor: why do we need 
orbital currents?
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g2 ⇠ v � �2

⌦d

Phonons are probably important 
(c.f. DFT): disfavors currents

• Sign of g1 preserved: g1<0 favors singlet/charge while 
g1>0 favors triplet/spin 

• Sign of g3 preserved: g3>0 prefers imaginary density 
wave while g3<0 favors real density wave
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TRS breaking: experiments?

• Anomalous Hall effect 
• STM 
• Muon spin resonance 
• Optics

In historical order:

Don’t trust intuition!
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Giant, unconventional anomalous Hall effect 
in the metallic frustrated magnet candidate, KV3Sb5
Shuo-Ying Yang1*, Yaojia Wang1*, Brenden R. Ortiz2, Defa Liu1, Jacob Gayles3,4, Elena Derunova1, 
Rafael Gonzalez-Hernandez5,6, Libor !mejkal6,7,8, Yulin Chen9, Stuart S. P. Parkin1,  
Stephen D. Wilson2, Eric S. Toberer10, Tyrel McQueen11, Mazhar N. Ali1†

The anomalous Hall effect (AHE) is one of the most fundamental phenomena in physics. In the highly conductive 
regime, ferromagnetic metals have been the focus of past research. Here, we report a giant extrinsic AHE in KV3Sb5, 
an exfoliable, highly conductive semimetal with Dirac quasiparticles and a vanadium Kagome net. Even without 
report of long range magnetic order, the anomalous Hall conductivity reaches 15,507 !"1 cm"1 with an anomalous 
Hall ratio of ! 1.8%; an order of magnitude larger than Fe. Defying theoretical expectations, KV3Sb5 shows 
enhanced skew scattering that scales quadratically, not linearly, with the longitudinal conductivity, possibly aris-
ing from the combination of highly conductive Dirac quasiparticles with a frustrated magnetic sublattice. This 
allows the possibility of reaching an anomalous Hall angle of 90° in metals. This observation raises fundamental 
questions about AHEs and opens new frontiers for AHE and spin Hall effect exploration, particularly in metallic 
frustrated magnets.

INTRODUCTION
The electronic anomalous Hall effect (AHE), where charge carriers 
acquire a velocity component orthogonal to an applied electric field 
without an external magnetic field, is one of the most fundamental 
and widely studied phenomena in physics. Since its discovery more 
than a century ago, the AHE has been extensively studied both 
theoretically and experimentally (1). Historically, spontaneous AHEs 
have been explored in materials with internally broken time-reversal 
symmetry (TRS), due to ferro- or ferrimagnetic ordering (2–5). Re-
cently, there has been a surge of interest in the exploration of non-
spontaneous AHEs, which require the application of an external 
magnetic field to break the TRS. The resulting Hall response is not 
commensurate with the magnitude of the applied field, thus making 
it distinct from the ordinary Hall effect (OHE). Such a nonsponta-
neous AHE has been seen in nonmagnetic ZrTe5 (6) and in dilute 
magnetically doped Kondo systems (7). Large AHEs can arise from 
a variety of effects, and a particularly interesting limit to explore is 
when the anomalous Hall angle (AHA) approaches 90°; one charac-
teristic of the intrinsic quantum AHE observed in TRS breaking 
topological insulators (8–10). In these insulators, the anomalous Hall 
conductivity (sAHE) becomes modulated by the conductance quantum, 
while the longitudinal conductivity (sxx) approaches zero, resulting 
in the AHA (tan!1(   "  AHE   _  "  xx     ))approaching 90° (11,#12).

The AHE can be broadly divided into two categories: intrinsic 
and extrinsic (1). The intrinsic AHE is governed by the electronic 
structure of a material that causes an electron to acquire a transverse 
momentum as it travels in-between scattering events (2,#13–15). 

This is the dominant mechanism in topological materials like Co3Sn2S2 
and Co2MnGa, which have AHEs on the order of 1000 $!1cm!1 
(16–18). The extrinsic AHEs, on the other hand, are dependent on 
electrons scattering off of sudden changes in the periodic potential 
of a crystal, caused by structural defects or chemical and magnetic 
impurities (3,#4,#19). They can be further categorized into the “dirty 
regime” (low conductivity, small scattering time, t) (19,#20) and the 
“clean regime” (high conductivity, large scattering time) (3,#4), which 
is dominated by skew scattering and is the focus of this work.

Much effort has been dedicated to understanding the different 
mechanisms that can give rise to skew scattering AHEs, as illustrated 
in Fig.#1A. In clean ferromagnets with spontaneously ordered mag-
netic moments, such as Fe, an AHE can be induced by electrons 
deflecting transversely by nonmagnetic impurities (21–23). In para-
magnetic systems, such as ZnO/MnZnO, spin-dependent electron 
scattering on localized magnetic moments can give rise to an AHE 
(24). Recently, scattering off of spin clusters, local groups of coupled 
spins, has been proposed: tilted magnetic clusters, like magnetic 
atoms in a Kagome net, can generate an enhanced skew scattering 
potential (25) and thus a large AHE. Triangular materials, like those 
often explored as geometrically frustrated magnets and spin liquid 
candidates, as well as other types of cluster magnets, are particularly 
likely to exhibit this type of AHE (25–28). However, the necessity of 
a combination of high conductivity in a spin-cluster lattice has con-
tributed to its lack of experimental observation.

One avenue for realizing this is by introducing electronic topology 
into magnetically frustrated systems. The electronic topology can 
generate a spin-orbit field that couples to magnetic fluctuations (for 
example, in a tiled spin cluster lattice), which can act analogously to 
impurity centers, a mechanism that is fundamentally distinct from 
the Berry phase mechanisms (25). This is advantageous for allowing 
cleaner crystals, without chemical disorder or atomic impurities, which 
have very high conductivities. The coupling of magnetic fluctuations 
and Dirac quasiparticles generates a novel field of study, previously 
unconsidered, for skew scattering. Topological frustrated magnets, 
which can host both magnetic fluctuations and Dirac quasiparticles, 
are highly sought after class of compounds. Metallic materials with 
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lattice of vanadium coordinated by antimony in distorted octahedra 
with potassium intercalated between layers. Previous work by Ortiz et!al. 
(33) found that the compound displays paramagnetic behavior at 
high temperatures, before undergoing a transition at 80!K to either 
a dilute trimerized state from orbital ordering effects or a highly 
frustrated state with localized moments. Considering the vanadium 
Kagome net, geometrical frustration of the magnetic sublattice is 
expected. DFT!+!U calculations carried out by Ortiz et!al. (33) com-
paring disordered AFM and ferrimagnetic ordering also support this 
expectation. Transport experiments on those same crystals were carried 
out here on a series of KV3Sb5 nanoflakes of different thicknesses. 
Figure!1C shows the typical temperature dependence of rxx for a 
105-nm-thick device (see the Supplementary Materials for fabrication 
information); with decreasing temperature, a kink is visible in rxx around 
80 K, corresponding to the known magnetization and heat capacity 
anomaly (33). At low temperature, the rxx reaches "1.5 µ! cm, 
which is comparable to that of high purity bulk Bismuth (35). The 
magnetoresistance (MR) at various temperatures is shown in Fig.!1D, 
with Shubnikov de Hass (SdH) oscillations clearly visible above 4 T. 
Below 3 T, the MR is linear, while at higher field, it adopts a standard 
quadratic dependence with m0H (m0H is the applied magnetic field; 
Fig.!1D, inset). Fitting the quadratic field dependence, the average 
carrier mobility at 5!K is extracted to be "1000!cm2!V#1!s#1. The fast 
Fourier transforms (FFTs) below 35!K reveal two identifiable periods 
at 34.6 and 148.9 T, as shown in Fig.!1E. Tracking the temperature 
dependence of the FFT amplitude, the Lifshitz-Kosevich fit yields 
an effective mass of 0.125!me for carriers related to the 34.6 T orbit. 
Such a low effective mass corresponds well with the highly dispersive 
Dirac bands near the Fermi level. Angle-dependent MR and SdH 
oscillation analysis (see fig. S2) shows the 34.6 T peak deviates from 
the 1/cos(q) line below " 20°, implying that the 34.6 T pocket is not 
strictly two dimensional.

The SdH oscillations are also clearly visible in the Hall response 
as shown in Fig.!2A, when the current is applied in the ab plane and 
m0H is applied along the c axis. In the high-field region (above 10 T) 
and below 15 K, there is a sudden change of habit resulting in a 
field-independent Hall response; this may correspond to a spin flop 
or other magnetic transition, which changes symmetry and modifies 
the Fermi surface. Future investigations into the rich high-field 
magnetic and electronic properties of KV3Sb5 are necessary to 
elucidate the cause of this behavior.

In the low-field region, highlighted by the blue shading in Fig.!2A, 
an antisymmetric sideways “S” shape is observed, which is a charac-
teristic of either an AHE or a two-band OHE. Below 35 K, rxy exhibits 
a second broad hump centered around 7 T, but as the temperature 
is increased, this hump is gradually lost and a one band linear field 
dependence is recovered (Fig.!2B, inset). The S-shaped Hall resistivity 
feature, however, persists throughout this changeover and remains 
visible at higher temperature where the Hall resistivity appears to be 
linear. This indicates that the high-field behavior of the Hall effect is 
related to the two-band OHE and that the low-field S shape is related 
to an AHE. Within the one-band temperature range, the electron 
concentrations (ne) and mobilities (me) are extracted from linear 
fitting of the OHE and shown in Fig.!2B (the simultaneous fitting of 
the two-band model with MR and Hall is not possible due to the 
linear MR behavior in this regime). As the temperature is lowered, 
me monotonically increases, while ne shows a minimum at around 
65 K, which may be related to the magnetic transition mentioned 
above. Figure!2C shows the extracted   r xy  AHE   taken by subtracting the 
local linear OHE background. The magnitude of the AHE mono-
tonically decreases with increasing temperature until it is lost at 
around 50!K. To precisely extract the AHC (  s xy  AHE  ) when rxy < rxx 
with no approximation, we first obtained the Hall conductivity by 
inverting the resistivity matrix, sxy = #rxy/(rxx2 + rxy2). Afterward, 
the local linear ordinary Hall conductivity background is subtracted, 
leaving the   s xy  AHE  , as shown in Fig.!2C (inset).

To further confirm the AHE nature of the low-field anomaly, we 
carried out a detailed angle-dependent measurements. Figure!3A shows 
the sAHE dependence on the angle of m0H relative to the applied 
electric field, and the inset shows sAHE against the cos(q). The AHC 
is angle independent until m0H is tilted away from the z axis by about 
30°, after which it rapidly decreases until it reaches 0 at m0H$E. The 
fact that sAHE does not linearly scale with the out-of-plane component 
of m0H solidifies its AHE origin and that the AHE extraction is robust: 
If the OHE was not properly subtracted, then the angle-dependent 
behavior would be skewed toward the expected linear response. 
Furthermore, as expected from a real Hall response, the sign of the 
AHE flips when rotated past 90° (see fig. S3). The extracted sAHE for 
several devices with thicknesses ranging from 30 to 128!nm is plotted 
against each device’s   s xx  2    (which was varied by changing the tem-
perature) in Fig.!3B. The skew scattering and intrinsic components 
of the AHE can be fitted to   "  AHE   = #  " xx0  #1    " xx  2   + b , where a is the 

Fig. 2. Hall effects in KV3Sb5. (A) The Hall resistivity of KV3Sb5 with the current applied in the ab plane and the magnetic field applied along the c axis. The AHE shows 
up as antisymmetric S shape in the low-field region for all temperature below 50 K. At low temperatures and high-field regime, the Hall resistivity exhibits a typical two-
band behavior. (B) Extracted electron carrier concentration and mobility in the one-band regime. Inset: The Hall response of KV3Sb5 above 75 K. (C) Extracted   $ xy !AHE   taken by 
subtracting the local linear ordinary Hall background at various temperatures. The inset shows the converted   " xy !AHE   at various temperatures by inverting the resistivity tensor.
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Figure3. (a) and (b): Field dependence of Hall resistivity at various temperatures with magnetic 
field up to 14 T. The gray area represents the AHE in the low-field region. (c) and (d): Extracted 
 ௫௬ୌ �by subtracting the local linear ordinary Hall background at various temperatures.  AHEߩ
spontaneously emerges below T*. (e): Extracted electron carrier concentration and mobility at 
high temperature by using the linear fitting of the ordinary Hall conductivity. ne shows a 
minimum around T*. 

Concurrence of anomalous Hall effect and charge density wave in a 
superconducting topological kagome metal 
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As one of the most fundamental physical phenomena, the anomalous Hall effect (AHE) 
typically occurs in ferromagnetic materials but is not expected in the conventional 
superconductors. Here, we have observed a giant AHE in kagome superconductor CsV3Sb5 

with transition temperature (Tc) of 2.7 K. The anomalous Hall conductivity reaches up to 2.1�
104 ɏ-1 cm-1 which is larger than those observed in most of the ferromagnetic metals. 
Strikingly, the emergence of AHE exactly follows the higher-temperature charge-density-wave 
(CDW) transition with TCDW ~ 94 K, indicating a strong correlation between the CDW state and 
AHE. The origin for AHE is attributed to enhanced skew scattering in CDW state and large 
Berry curvature arose from the kagome lattice. These discoveries make CsV3Sb5 as an ideal 
platform to study the interplay among nontrivial band topology, CDW and unconventional 
superconductivity. 

 

A kagome lattice, representing a two-dimensional network with corner-sharing triangles, 
provides a fertile ground to study the frustrated, novel correlated and topological electronic 
states owing to its unusual lattice geometry[1-3]. In general, kagome lattice naturally possesses 
Dirac dispersion and flat bands that promote electronic correlation effect [4]. Thus, in principle, 
kagome lattice can exhibit a large variety of electronic instabilities. Many exotic quantum 
phenomena have been observed in magnetic kagome metals, including giant anomalous Hall 
effect (AHE) [5-12], chiral edge state[13,14], and topological surface Fermi arcs[15]. Up to now, 
exploring exotic properties in kagome lattice remains quite challenging, particularly for multiple 
electronic orders.  

Recently, a new family of quasi-two-dimensional kagome metals AV3Sb5 (A = K, Rb, Cs) have 
attracted tremendous attentions[16]. These materials crystallize in the P6/mmm space group 
with ideal kagome nets of V atoms which are coordinated by Sb atoms. The kagome layers are 
sandwiched by extra antimonene layers (Sb2) and Cs layers as shown in Figure 1(a).The 
resistivity of�AV3Sb5 family exhibits anomalies at Tи ranged from 80 K to 110 K, which are 
ascribed to the formation of charge density wave (CDW) order[16,17]. The observation of 
superconductivity in the stoichiometric AV3Sb5 with kagome lattice [18-20] makes this family as 

PRB 2021

KV3Sb5

CsV3Sb5

 

Figure4. (a): The ߩ௫௬ୌ as a function of temperature for CsV3Sb5 and K1-xV3Sb5. The data of K1-

xV3Sb5 is taken from Ref.[22]. (b): Scaling behavior of magnetoresistance at 14T with ʍAHE for 
CsV3Sb5. 
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Intuitively, however, one would expect a saturation of the AHA 
as one approaches large sxx values, as the magnetic scattering events 
are expected to become increasingly rare when the system is excep-
tionally clean and defect free. However, in the case of materials with 
some form of backscattering protection, sxx can increase without 
requiring vanishing defects. This has been seen in the Weyl semi-
metal WTe2, where the Fermi surface has spin-polarized pockets 
resulting in spin-flip protection that suppresses backscattering (49); 
and in the Dirac semimetal Cd3As2 where the quantum scattering 
lifetime is several orders of magnitude less than the backscattering 
lifetime, meaning that, although the electrons are scattering often, 
they are not backscattering often (46). In the limit of 90° AHA due 
to skew scattering, the time between skew scattering events would 
need to be much less than the time between backscattering events, 
such that an electron traveling through a soup of magnetic scatter-
ing centers in an applied magnetic field would have a very high 
probability to undergo an orthogonal scattering event before under-
going a backscattering event. In the case of a high conductivity, 
enhanced skew scattering material like KV3Sb5, the addition of some 
form of backscattering suppression should allow extremely large 
AHAs to be realizable as one could envision the scenario of a high 
concentration of scattering centers that do not prohibit sxx from 
increasing but do provide a high probability of orthogonal scatter-
ing. Rigorous theoretical handling of this limit is needed.

In summary, a giant extrinsic AHE as large as 15,507 !"1 cm"1 is 
observed in the highly conductive frustrated magnet candidate, 
KV3Sb5. It hosts a Kagome net of vanadium atoms, without magnetic 
ordering down to 0.25 K, as well as Dirac quasiparticles at the Fermi 
level. The observed sAHE is proportional to   s xx  2    and, combined with 
an enhanced skew constant, the AHA rapidly rises with increasing 
sxx; a phenomena not clearly demonstrated before. This points to 
the possibility of extremely large AHAs at reasonable conductivity 
values including an AHA of 45° by #5 $107 !"1 cm"1 and an AHA 
of #90° if the skew scattering constant can be further enhanced by an 
order of magnitude. Materials with S > 1/2 may lead to stronger itin-
erant spin coupling, which can result in even larger skew constants, 
further lowering the sxx threshold for an AHA%=%90°. This raises 
fundamental questions about the extrinsic limits of the AHE as one 

of the effects of quantum anomalous Hall insulators may be repli-
cated in a highly conductive metal. We conclude that the Kagome sub-
lattice in KV3Sb5 is acting as tilted spin clusters, giving rise to an 
enhanced skew scattering effect in accordance with a recent proposal 
by Ishizuka and Nagaosa (25) but with highly mobile Dirac quasi-
particles enhancing the conductivity. This suggests that future theo-
retical studies on understanding the coupling of relativistic electrons 
to the magnetic texture with SOC are necessary to reveal the detailed 
scaling relations. Studies on sister compounds RbV3Sb5 and CsV3Sb5 
could elucidate the effect of increased SOC strength. Since these 
materials also have weakly bound alkali earth interstitials, the Fermi 
level can be tuned through intercalation control; ionic liquid gating 
on few layer samples is an ideal way to vary sxx and explore the AHE 
response. In addition, the high exfoliatability of these compounds 
makes them ideal platforms for thickness-dependent and monolayer 
exploration of the AHE and observing the cross-over from the 
extrinsic-dominated AHE to the intrinsic-dominated regime. This 
combination of exotic band structures with metallic geometrically 
frustrated systems provides a novel route for the study of extrinsic 
Hall effects. Also, since the magnetic fluctuations can be tuned with 
external perturbations, a new type of experiment where the AHE is 
further enhanced by modifying the skew scattering potential in situ 
is possible. In addition, the skew scattering SHE arises from a 
similar mechanism as the skew scattering AHE; therefore, very 
large spin Hall angles may also be discovered in KV3Sb5 and other 
similar materials. This is another particularly important avenue 
of research as large spin Hall angles in highly conductive systems 
(and therefore low power) are extremely sought after for spintronic 
applications.

METHODS
High-quality single crystals of KV3Sb5 were synthesized from K 
(ingot, Alfa 99.8%), V (powder, Sigma 99.9%), and Sb (shot, Alfa 
99.999%) via the flux method as described by Ortiz et!al. (33). Flux 
mixtures containing 5%mole percent of KV3Sb5 were heated to 1000°C, 
soaked for 24 hours, and then subsequently cooled at 2°C per hour. 
KV3Sb5 crystals were structurally and chemically characterized by 
powder x-ray diffraction to confirm bulk purity and scanning elec-
tron microscopy energy-dispersive x-ray for chemical analysis.

A Quantum Design physical property measurement system (PPMS)  
was used for transport measurements with Keithley 6221 and Keithley 
2182 electronics. Hall measurements were taken in a five-wire con-
figuration, while the MR of KV3Sb5 samples was measured using the 
four-point method. The rotator insert (Quantum Design) was used to 
tilt the angle between the magnetic field and the current direction.

ARPES measurements were performed at Beamline I05 of the 
Diamond Light Source using the Scienta R4000 analyzer. The angle 
and energy resolutions were <0.2° and <15 meV, respectively.

The electronic structure calculations were performed in the frame-
work of DFT using the WIEN2K (50) code with a full-potential linearized 
augmented plane wave and local orbitals [FP-LAPW + lo] basis (51) 
together with the Perdew Burke Ernzerhof parametrization of the 
generalized gradient approximation as the exchange-correlation func-
tional. The Fermi surface was plotted with the program XCrySDen.

SUPPLEMENTARY MATERIALS
Supplementary material for this article is available at http://advances.sciencemag.org/cgi/
content/full/6/31/eabb6003/DC1

 Fe film
 Co film

 Cu Zn Cr Se

 Gd film
 La Sr CoO
 MnSi

 Nd (Mo Nb ) O

 Ni film

 Sample 2
 Sample 3

 Sample 1

 Sample 4

 Co Sn S

 Mn Ge

 Mn Sn

 Sample 5
 Sample 6

AHA = 89.4°    
     

  

AHA = 84.3°

AHA = 45°

KV
3
Sb

5

AH
E 

xx
2

AHE 
xx

AHE 

xx
1.6

Skew scatteringIntrinsic

Localized 
hopping

AHE
xxx

= 100

AHE
xx= 10

AHE
xx= 1

   xx
( –1 cm–1)

  
AH

E 
(

 
–1

mc
–1

)

AHA =A tan–1 ( AHE xx)

Fe Sn

Fig. 4. Map of AHEs for various materials. sAHE versus sxx for a variety of materials 
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Not directly indicative of TRSB but suggestive? 
No zero field or hysteretic AHE.
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Fig. 3 Magnetic field tunable chirality of the charge modulation. a, b, c, Spectroscopic 2×2 vector peaks 
taken at B=0T, -2T, +2T, respectively. The top and bottom panels are 3D and 2D presentations of the data.  
The height of the three pairs of vector peaks is marked with arbitrary units for each data. The chirality can 
be defined as the counting direction (clockwise or anticlockwise) from the lowest to highest pair vector 
peaks. d, e, Inverse Fourier transform of the vector peaks at B=+2T and -2T, respectively. The circles mark 
the modulation intensity anisotropy, which show opposite chiralities for opposite fields. f, Illustration of 
the chiral charge modulation in kagome lattice. All the data are taken on the Sb surface.  
 
 
 
 
 
 
 
 
 
 
 
 
 

Claim: “chiral charge order”: 
• 3Q state has 3 different 

amplitudes Na>Nb>Nc  
•Order is switched by applied 

field
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Hard to reproduce data?



muSR
arXiv:2107.10714

muSR seems to be somewhat controversial

arXiv:2203.0577

arXiv:2203.12317

Let’s look at one example in some detail
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Optics
Magneto-optical Kerr rotation

Circular dichroism

Y. Xu et al, 2022 - unpublished (Liang Wu)
Probably the strongest evidence so far

- c.f. Liang Wu’s talk yesterday



Summary

• Kagome metals: most observations seem consistent with 
moderate correlation and an important role for electron-
phonon coupling 

• Occam’s razor should be applied to claims of very exotic 
phenomena like loop currents.   

• Superconductivity may be exotic even if CDW is not.  
Claims there (4e, 6e pairing etc) are even more wild, so 
Occam’s razor is even more necessary.


